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suMMARY

The effect of overstressing on the fatigue properties of SAE 4340
steel has been studied statisti&iLly. The effec~ o~ microstructure on
the susceptibility to reduction in fatigue life due to cycles of over-
stress was investigated. When tested at equivalent percent stress, the
quenched and spheroidized structure was found to be more susceptible to
fatigue damage.

The effect of overstress on the endurance-l~t statistics was
studied for the quenched and spheroidized structure. Enough spectiens
were tested to determine the endursmce-ltiit statistics of damaged speci-
mens by the probit method. The decrease in the mesm endurance limit due
to cycles of overstressing was much greater than would be expected from
nonstatistical investigations which sre reported in the literature. The
effect is interpreted as support for the belief that the bulk of the
fatigue damage takes place before the first 30 percent of the total
fatigue life.

INTRODUCTION

One object of the statistical studies of the fatigue of metals csx-
ried out in this laboratory over the past 4 years has been to investigate
various fatigue phenomena from a statistical viewpoint to see whether they
are truly “facts of fatigue.” An example of a case where a new interpre-
tation arose from statistical study was the work of Epremian and Mehl
(ref. 1) ontheunderstressing phenomenon. Their investigation showed
that improvement in fatigue life due to understressing, commonly attrib-
uted to the effects of beneficial cold-work, could be explained by statis-
tical selectivity in materis2s which did not undergo strain-induced
reactions.

Another important phenomenon in need of statistical study was the
effect of cycles of overstressing on the fatigue life and the endurance
limit. This represents a problem of extreme bportance in the aircraft
industry where sudden repeated overloadz due to gust loads may be
expected. An excellent suxvey of this and other fatigue problems
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associated with aircraft structures has recently been presented by
Dryden, Rhode, and Kuhn (ref. 2). This is a problem of extreme complex-

W

ity which mu6t be understood in sWplified laboratory tests before the
practical problem can be attacked. Accordingly, the purpose of this
investigation was to study overstressing from a statistical viewpoint
with the object of assessing the reliability of conclusions drawn from
nonstatistical investigations and with the hope that the statistical
approach would provide some new information which would aid in explaining

—

this phenomenon.

Before proceeding further it is important to define the terminology
which will be used throughout this report. Overstressing refers to
testing a virgin specimen for some number of cycles less than that re-
quired-for failure at a stress above the endurance limit and then subse-
quently running the specimen to failure at another stress. The initial
stress to which the specimen is subjected is called the prestress; the
final stress is called the test stress. The ratio of the number of
cycles of overstress at the prestress to the mean virgin fatigue life at
this ssme stress is called the cycle ratio R.

Fatigue damage, which ultimately results in a crack amd subsequent
failure, occurs at some stage in the fatigue test. The nature of this
dsmage has never been precisely described and all attempts to measure it
by supplementarymethods such as X-ray and damping measurements have met
with little success. The only method available at the present time for
obtaining information on fatigue damage is actually to carry out fatigue
tests. The literature on such tests is extensive and has been reviewed
in the appendix to this report. The various methods usedby earlier
investigators for measuring damage are discussed in view of more recent
knowledge of the statistical nature of fatigue.

This statistical investigation of overstressing consisted of two
separate puts. The first was an investigation of the effect of metal-
lurgical structure on the fatigue damage produced by overstressing.
Fatigue damage was measured by the percentage decrease in fatigue life
at the test stress for specimens subjected to varying cycle ratios of
fatigue damage at the prestress. !15esecond part of this investigation
was a study of the effect of a certain amount of overstressing on the
endurance lhnit and its statistics.

This work was conducted at Carnegie Institute of Technolow under
the sponsorship and with the financial assistance of the National
Advisory Committee for Aeronautics.
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EXPERIMENTAL WORK

Materials and Preparation of Specimens

This series of investigations was carried out with W 4340 steel
from the same heat as that used by Epremian and Mehl (ref. 1). This was
an alminum-killed, basic electric-furnace heat with the following chemi-
cal composition:

,

c Mn P s Si Cr Ni Mo

0.35 0.83 --- --- 0.27 o.~ 1.82 0.37
1

Extensive tests by Epremian and Mehl showed that the steel had a low sus-
ceptibility towardoquench-cracking. E@ecimenblanks were austenitized
for 2 hours at @L5 C!and then quenched h oil. They were then tempered
to the same strength levels as those used by Epremiam and Mehl. One
group of blanks designated quenched and tempered (Q & T) was tmpered to
approximately 170,~-psi tensile strength by heating for 16 hours at
‘3250c!. me second group, quenched and spheroidized (Q &S), was tempered
to a tensile strength of roughly 11O,OCCJpsi by heating for 16 hours at
675° c. me microstructure obtained from the two heat treatments are
shown in figures 1 and 2. The mechanical properties corresponding to
these structures are listed below:

Structure IRY+=SIE’==?-, ,
Reduction

II~~=,Rockwell
percent hardness

Quenched and 171,000 150,500 17 54.6 c-39
tempered

Quenched and 109, goo q, 700 26 50 B-%
spheroidized

Cantilever-bean fatigue specimens of rectangular cross section of
the same type and dimensions as those used by Epremian and Mehl were
machined frcm the heat-treated blanks. The maximum stress section nesr
the fillet was 0.500 by 0.250 inch. The specimens were polished on
No. 100, 240, and 600 abrasive belts. They were then stress-relieved in
vacuum for 1 hour at a temperature 50° C below the tempering temperature.

h The final operation was a light polish with 3/0 metallographic paper in
the longitudinal direction.

■
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Testing Equipment and Rrocedure
“

General experimental procedure.- All specimens were tested in pneu-
matic vibrating cantilever fatigue machines. These machines have been
previously described by Quinlan (ref. 3) and E@remian and Mehl (ref. 1].
This machine pneumatically vibrates a cantilever specimen at its natural
frequency of vibration. The criterion for failure is the formation of a
small crack, corresponding to a drop in the natural frequency of the
specimen of about 2 percent which actuates the automatic shutdown device.
This corresponds to a crack length of from 0.1 to 0.2 inch, measured
across the width of the specimen, for the stresses used in this
investigation.

It was felt that the scatter in results could be minimized by using
a finer criterion for failure. Further, in overstressing tests where
part of the test is run at one stress and then ccqleted at another
stress, the possibility of a crack forming during the prestress must be
eliminated. The procedure adopted was to observe the critically stressed
section of the specimen with oblique light during the entire course of
the test. The first small crack was readily detectable with the unaided
eye. Measurements of crack length showed that it varied from 0.015 to
0.030 inch.

#
Simultaneous readings of frequency of vibration showed that

the appe~ance of this crack corresponded to a drop in frequency of ~0 to
75 cpm. This drop in frequacy could not be used as a criterion of fail- V
ure owing to small unpredictable changes in frequency due to relaxation
in the clsmping grips which often occurred at the outset of a test. ?!his
method of detecting a fatigue crack was possible only because the dura-
tion of the fatigue test at the high stresses used in the overstressing
investigationwas relatively small. The significance of this criterion
of failure will be discussed later under “ExperimentalResults and
Analysis.”

The stress applied to a fatigue specimen was calculated from equa-
tion (1) (see ref. 1 for derivation):

(1)

where

K constant, determined from dimensions of specimen and its experi-
mentally determined deflection curve

Am semiamplitude of vibration at free end of specimen, in.

f natural frequency of vibration, cps
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The stress for both
spechens was given

quenched smd tempered and quenched and spheroidized
by equation (2):

S = 3b.69 ~f2 (2)

It will be noted that frequency enters this equation as a sqwed
term and therefore has sm important contribution in determining the
stress. The frequency of vibration was measured with a lZrahmvibrating-
reed tachometer, accurate to 0.5 percent of the frequency read- and
with a sensitivity of Z5 cpm. The tachometer was checked against a
standard precision tuning fork at the frequency of vibration of the
specimens. The natural frequency of vibration of a cantilever-beam
specimen with a piston clamped at one end can be approximated rather well
by equation (3) (ref. 4):

‘=dri=i
where

f natural frequency, cps

E modulus of elasticity,

I moment of inertia, in.4

L length of specimen, in.

M mass of piston, slugs

m mass of specimen, slugs

Equation (4) gives the change
influencing the frequency:

Percentage
change h =

(

Iooy=yy
frequency

psi

where

b

h

(3)

in frequency due to changes in the factors

width of specimen, in.

thiclmess of specimen, in.

+~+*+3y+ m
+ Oo23dIU

M+ 0.23m
)M+ 0.23m

(4)
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Consideration of
of the specimen,

NACA TN 3211

this problem shows that changes h thickness and length
and slight differences between the weights of the pis-

.

m

—.

tons, would cause the greatest variation in frequency from specimen to
specimen. In addition, variations in clamping pressure are thought to
influence the frequency. A maximum variation in frequency of about
3.5 percent was calculated from equation (4) on the basis of the dimen-
sions of the specimen and their estimated variation. The actual measured
variation in frequency was about 4.5 percent. The mean frequency was
7,650 cpm. At a stress of 68,000 psi a variation in frequency of 4.5 per-
cent would result in a change in stress of about 6,OOO psi. Such a con-
dition cannot be tolerated. Therefore, the procedure adopted was to
change the amplitude depending on the measured frequency to give a con-
stant stress. This same procedure was used in the previous work on alumi-
num alloys with these machines (ref. 5), but was not used by Epremian and
Mehl (ref. 1).

Further, tests of surplus SAE 4340 steel specimens remaining from the
work of Epremian and Mehl (ref. 1) showed that they vibrated with a fre-
quency of 127.5 cps (7,650 cpm). A check of their calculations showed
that all.of their stresses were calculated on a basis of a natural fre-

—

quency of 133 Cpse. A sufficient number of these specimens were tested to P
verify the fact that this difference was real. Accordingly, the stresses
shown on their curves for SAE 4340 steel should be multiplied by a factor
of 0.919, or (127.5)2/(133)2. Their fatigue lives shoul.dbe multiplied by v
a factor of 0.~8. Such a correction will not influence the position of
log N on the plotted S-N curves. However, the fact that all specimens
were assumed to have a constant frequency may be of more consequence,
since it is possible that the specimens were tested over a narrow spectrum
of stress rather than at a constant stress. Unfortunately, there is no
method of correcting for this. No change was found in the conclusions
made by Epr&mian and Mehl when their stresses were corrected as indicated
above.

Effect of microstructure on overstressing dsmage.- It was originally
planned to utilize the fatigue statistics of this steel determined by
Epremian and Mehl (ref. 1). However, the factors mentioned above made it
desirable to determine anew the virgin fatigue life at the stresses used
in this investigation. This part of the program was to investigate the
effect of metallurgical structure on the damage produced by overstressing
using a statistical size sample so that conclusions could be drawn with
some degree of confidence. To do this it was necessary to use some ref-
erence level upon which to base a comparison between the two structures.

It seems logical that the endurance Umit (specifically,the mean
endurance limit 3) should be related in some way to the level of refer-
ence since experience shows that the damage increases as the stress is
increased above the endurance limit. Previous workers have simply tested
two materials at equal percentages of their endurance limits. However,
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it seemed desirable to include the
parameter of equivalence since the

ultimate tensile strength
overstressing dsmage most

in this
certainly

increases rapi~ as the stress approaches the tensile strength; further,
the mean endurance limit is not always a fixed percentage of the ultimate
tensile strength. The prestress and test stress for the two structures
were taken at approximately equal values of a parameter which will be
called the percent stress. It will be noted that this is the ssme parsm-
eter which was suggested by Epremian and Mehl (ref. 1) as a new method
for plotting fatigue data. This percent stress is given by:

()S* . @loo
Su-s

where

s test stress or prestress, psi

s mean endurance limit, psi

‘% ultimate tensile strength, psi

The values of prestress and test stress used for
are shown in table I. For the materials used in this

(5)

the two structures
investigation there

was no real difference between equivalent percent stress and equivalent
percentages of the mean endurance limit.

The stress levels used in this work were selected to correspond with
the stresses at which the fatigue statistics for these materials had been
determined by Epremian and Mehl.. The lower stress was chosen to be above
the 2CT limit of the mean endurance limit, while the limiting condition
on the prestress was the maximum smplitude attainable for the quenched and
tempered structure.

Approximately 20 specimens of each structuxe were tested at the pre-
stress for cycle ratios of 0.10, 0.30, and 0.60. The cycle ratio was
based on the mean fatigue life of virgin spectiens tested at the ssme
stress where the criterion of failure was the appearance of a crack about
0.020 inch long. At the completion of the cycle ratio the amplitude was
decreased rapidly to the test stress and the specimen run to failure, as
indicated by the first visible small crack. The mean life of the pre-
stressed specimens was determined and used in calculating the percent dam-
age by equation (6). The test procedure is illustrated by figure 3, where
AC represents the prestress smd DF the test stress. The cycle ratio at
the prestress is AB/AC while the damage p-reducedby this amount of over-
stress is 12F/DF. The percent dsmage D is given by the following equation:
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Go - mp
D. x 100

iioT
(6)

where

:0 antilogarithm of log N for virgin specimens tested at test
T stress

Ep antilogarithm of log N for specimens prestressed and tested to
failure at test stress

Effect of overstressing on endurance limit.- In the second part of
this investigation the influence of a certati amount of overstress on the
endurance-limit statistics was studied for the quenched and spheroidized
structure. Enough specimens were prestressed at 68,600 psi for cycle
ratios of 0.30 and 0.60 to determine the endurance-limit statistics of
these damaged spectiens by the probit method. The probit method has been
discussed in a previous report (ref. 1). Complete details for making a
probit analysis are given by Finney (ref. 6).

EXPERIMENTALRESULTS ANDANALYSIS

Effect of Microstructure on Overstressing Dsmage

The fatigue statistics based on 20 specimens tested to failure at
the prestress and the test stress for each structure are given in
table II. These data are based on ths “first crack” criterion of fail-
ure. The antilogarithm of log No, No, was used in each case to calcu-
late the cycle ratio at the prestress and the damage at the test stress.

The mean fatigue life and its standard deviation for groups of speci-
mens given different cycle ratios at the prestress and tested to the
appearance of the first visible crack at the test stress me listed in
table 111. The percent of damage due to the specific cycle ratios of
overstress e~ressed as percent reduction in the virgin life at this
stress (log No) is also tabulated.

u

The t test (ref. 7) for a significant difference”between the means
of two samples was applied to log NOT and log Np at each cycle ratio.

The modified t test for the case where the variances of the two samples
are not equal was used where applicable. For both structures it was
found that the difference between log Nom &nd ~p at R = 0.30

*

J.
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and 0.60 was significant at the 5-percent level of significance. In
* both cases the difference was not significant at R = 0.10. Table 111

also shows that the variability in log N was @eater for the specimens
which were given cycles of overstress. There is also a trend towsrd
smaller scatter in the life of overstressed specimens with increasing
cycle ratio.

The effect of these prestressing sequences on the resulting damage
expressed as reduction in life at the test stress is shown in figure 4.
The curves show the dsmage at the test stress plotted against the cycle
ratio at the prestress. The curves for both structures lie above the
45° line, indicating that the cycle ratio of prestress produced greater
than proportionate damage to the fatigue life at the test stress. The
curve for the quenched and spheroidized structure lies above that of the
quenched and tempered structure,.indicating that it was more susceptible
to damage resulting from overstressing.

Influence of Criterion of Failure on Fatigue Life

* As was indicated previously, it was found early in this investigation
that the scatter h fatigue life could be reduced considerably at the high
stresses for the overstressing tests by refining the end point by which

d failure was defined. Table IV compsres the fatigue-life statistics based
on the appearance of the first visual crack of from 0.015 to 0.030 inch
in length with those based on autcmatic shutdown of the machines for
cracks of from 0.1 to 0.2 inch in length.

The difference in scatter due to the two criteria of failure was
analyzed with the F test of significance at the 5-p=cent level of con-
fidence. The difference between log N obtained with the two end points
was investigated with the t test at the 5-percent level of significance.
The results are summarized in tables V and W.

These tables show that the finer criterion of fatlure reduced the
scatter in fatigue life, although the mean fatigue life was not signifi-
cantly affected.

Effect of Overstressing on Endurance-Limit Statistics

For this psrt of the investigation quenched and spheroidized speci-
mens of SAE 4340 were prestressed at 68,600 psi and then tested at lower
stresses within the statistical range of the endurance limit. The
endurance-limit statistics of these damaged specimens were determined by
the probit method.k
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!I!nevirgin endurance-limit statistics determined by Epremian and
Mehl.(ref. 1) for specimens of identical shape,

—
composition, and mechani- W“

cal proper~.ieswere used for comparison with”the endurance-limit statis-
tics of the damaged specimens. In using these data the values of stress
were multiplied by 0.919 to correct for the em?or in frequency which was
discussed earlier. The virgin endurance-Unit statistics are listed in
table WI together with the values obtained for specimens subjected to -
various prestress treatments.

me first group of specimens was given B cycle ratio of 60 percerxt
at 68,6oo psi in order to produce the gieatest amount of dsmage at the
prestregs without running the risk of specimens failing prematurely
because of overlapping with the distribution of fatigue life for speci--
mens tested to failure at this stress. The percentage of failures for
groups of 20 specimens tested at each stress is indicated in table VII.
The very pronounced decrease ir”the mean endurance limit and the large
standard deviation were not expected. At face value these statistics
indicate that there is no en@rance limit in the statistical sense.
Substituting the values of S and a flromtable WI into the equation
of the probit regression line, it is found that there is about a .-

25-percent-probabilityof failure at zero stress. Two facts may account ““ ~
for this situation. The determination of the probit regression line from
these data is quite uncertain since at all of the stresses the percentage
of failures was greater than 50 percent. Therefore, extrapolation of the Q

probit regression line t~ zero stress is of doubtful validity. Secondly,
the possibility that at a cycle ratio of-60 percent small cracks, not
readily visible, might have been produced ctiot be overlooked. These
cracks would open up during testing at a lower stress and cause a greater
percentage of failures than would be found otherwise. Therefore, it was
concluded that the decrease in the endurtice’limit prdduced by prestres-
S@ WaS marked, but it cotid not be dete~j.ned whether the effect cofid
be attributed to fatigue damage alone.

A second group of specimens was prestresged at 68,6oo psi for a
cycle ratio of 30 percent. The probability of a specimen containing a
visible crack after this number of cycles at 68,600 psi was about 1
in 1,000,000. These specimens were then tested at the same low stresses ___ ._
used with the 60-percent cycle-ratio specimens. The percentage failures
at each stress are indicated in table VII. The mean endurance limit for
this case is also markedly decrea6ed below that ofvirg@ specimens given
no prestressing treatment. The standsrd deviation of S is also
increased, but notto the degree found for “thespecimens given a
60-percent cycle ratio. Thus it appears that the endurmce limit is more
sensitive to overstresshg dsnage than has been reported heretofore in
the literature.

.

b
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DISCUSSION

The results of the statistical study of the effect of cycles of over-
stress on the fatigue life showed no unusual effects not previously
observed in nonstatistical investigations. This investigation resulted
in the same type of curve of damage versus cycle ratio as found by Kommers
(ref. 8) and Bennett (ref. 9). Their conclusion that cycles of over-
stressing produced greater than proportionate damage to fatigue life at
a lower test stress has been confirmed statistically.

None of these investigators, however, made a direct study of the
effect of metallurgical structme on the sensitivity to fatigue damage.
The statement is found in the literature that harder, stronger steels are
much more sensitive to damage than very ductile, low-strength steels.
Such conclusions have been reached from the canparison of overstressing
tests on normalized steels with tensile strengths under 10U,OOO psi. The
comparisons were not made on the same steel and on a comnon strength
basis, such as equal percentages above the endurance limits.

The present investigation shows that when the same steel is heat-
treated to two structures with different tensile strengths the weaker,
more ductile structure is more susceptible to fatigue dsmage. It may be
argued that there is some effect due to the fact that the difference
between the prestress and the test stress is smaller for the quenched and
spheroidized structure. However, it has been shown several times in non-
statistical overstressing tests, and more recently in the statistical
investigation of Dolan and Brown (ref. 10) on aluminum, that the curve of
dsmage versus cycle ratio approaches the 45° line more closely the smaller
the difference between these two stresses. Thus, it would be expected
that increasing the spread between prestiess and test stress for the
spheroidized structure or decreasing the spread for the tempered structure
would only accentuate the difference between the two damage curves. The
use of a finer criterion for failure has been shown to reduce the scatter
in fatigue life, without, in general, significantly affecting the mean
fatigue life.

The investigation of the effect of overstressing on the endurance-
limit statistics shows a far geater reduction of the endurance limit due
to fatigue dsmage than has been reported in nonstatistical investigations.
In this investigation a 30-percent cycle ratio of fatigue damage at
68,600 psi (19.5 percent above the mean endurance limft) resulted in a
decrease of 28 percent in the mean virgin endurance limit. Bennett’s
results (ref. 9), obtained by conventional methods for ME 4130 steel
heat-treated_to about the same mechanical properties, showed that a cycle

. ratio of 332 percent at ~,000 psi (15 percent above the virgin endurance
3

limit) resulted in a decrease in the endurance limit of only 5 percent.

.
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Bennett’s curves showing the effect of various cycle ratios of overstres-
sing on the endurance limit are given in figure 5.

The smaller decrease in the endurance limit of damaged specimens
found in nonstatistical investigations can perhaps be attributed to the
poor ability of the conventional fatigue test in accurately predicting
the true endurance limit. It is quite possible at a high stress not tao
far below the virgin endurance limit, where only a few run-outs would be
obtained out of a sample of 20 damaged specimens, that one of the run-outs
would be found on the ffrst or second specimen tested. Thus, if a single
specimen tested at this stress happened to be such a superior specimen
and run out, then this stress would be taken as the endurance limit. Sup-
port for this idea is found in the fact that in all of the groups of
20 prestressed specimens a run-out was found among the first three speci-
mens tested at each stress. It is also possible that a certain amount of
bias is introduced in the determination of the endurance limit of pre-
stressed specimens when the-statistical nature of the endurance limit is
not recognized. For example, if a specimen subjected to a cYcle ratio of
prestress of 60 percent runs out at a higher stress than a specimen given
only a 30-percent c,ycleratio, as iS possible when O- a f~ sPec~~s
are tested, then the data for the latter specimen would likely become
suspect’. —

Thus, it is felt that the marked decrease in the endurance limit due
to previous cycles of overstressing i5 a real effect. me fact that a
cycle ratio of only 50 percent produced such a noticeable decrease in the
mean endurance limit is taken as evidence that the nucleus of the fatigue
crack occurs early in the fatigue process, at least within the first
30 percent of the total fatigue life. The fatigue dsmage produced during
this relatively short time is of such a nature that it becomes a visible
crack at the lower stress.

There has been growing support for the idea that the fatigue crack
forms early in the life of a fatigue specimen. Ferguson (ref. 11)
reported that fatigue cracks could be clesrly seen by the eye when lead-
alloy fatigue specimen~ which had been stopped after about 10 percent of
their total fatigue-life were stretched less than 5 percent in tension.
Love (ref. 12), using the electron microscope, observed small cracks at
both the grain boundaries and along slip bands in ingot iron fatigue
specimens after 100 to 1,000 cycles at a stress where the spectiens broke
after about 6 x 105 cycles. Fenner, Owen, and Phillips (ref. 13) reported
that fine cracks could be detected at the root of a very sharp notch after
about 1,000 to 2,000 cycles. Failure did not occur until 2 x 10~ cycles.

Sinclair and Dolan (ref. 14) used a recrystallization technique for
studying the progress of fatigue dsmage. They postulated three stages for
the fatigue process. The first stage consists of slip and fragmentation
of the grains, accompanied by work-~den~g. The second stage was

“

1?

—

.

w
—

w

m.

*
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.

considered to be produced by a “statistical disruption of high-enerey
bonds in severely cold-worked metal” which results in the formation of

4
submicroscopic cracks. The third stage consisted of a coalescence of
the submicroscopic cracks to form visible spreading cracks which result
ultimately in failure. It was felt that fatigue dsmage occurred only in
the second and third stages and that the latter was of relatively short
duration compared with the total number of cycles required for failure.
However, very little was known about the relative duration of the first
and second stages.

It was reasoned that a fatigue specimen would never fail if it
were given recrystallization treatments at regular intervals less than
the interval required for the completion of the work-hardening stage,
the first stage. Alpha brass fatigue specimens were given an initial
anneal at 750° F for 4 hours. Fifteen specimens were then tested at a
constant stress to determine the virgin fatigue-life statistics. Other
groups of 10 specimens tested at the same stress were removed from the
fatigue machines at intervals of 20 and 50 percent of the mean virgin
fatigue life and given an anneal for 1/2 hour at 750° F. These recrys-
tallization treatments were repeated at these regular intervals until
failure occurred. The mean fatigue lives of the specimens given the

4 recrystallization treatment were not significantly different from those
for the virgin specimens. Thus, Sinclair and Dolan concluded that the
first stage of fatigue during which only work-hardening is believed to

d occur is of short duration. Fatigue damage is initiated at a relatively
esxly stage of the total fatigue life. They further concluded that the
only kind of fatigue damage which would not be repaired by recrystal-
lization is a very fine crack.

Thus, in the face of this evidence the large decrease in the endur-
ance limit due to overstressing is not too surprising a result. It iS

proposed that the nuclei of fatigue dsmage form esrl.yin the fatigue
process. There is evidently considerable statistical variation associated
with their formation. Those nuclei which have reached some critical.size
during the cycles of prestress grow into visible cracks upon subsequent
testing at a lower stxess. Those specimens for which the nuclei have not
reached the critical size at the prestiess become run-outs upon testing
at the lower stress. Thus, fatigue can be considered as a nucleation
and growth process.

CONCLUSIONS

A statistical study of the effect
properties of W 4340 steel imdicat~

of overstressing on the fatie
the following conclusions:

.



14 NAcA TN 3211

.

1. Statistical investigation has shown that a quenched and spheroi-
dized structure is more susceptible to overstressing damage than a u
quenched and tempered structure.

2. The curve of damage versus cycle ratio obtained by statistical
tests agrees with those reported in nonstatistical investigations.
Therefore,’nonstatisticalinvestigations of the effect of fatigue damage
on fatigue life are, in general, believed to be reliable.

3. me scatter in fatigue life has been shown tobe reduced signif-
icantly by using a more precise criterion of failure.

4. The effect of cycles of overstress on the endurance limit has
been shown by statistical tests to be far greater then heretofore
reported. The endurance limit is markedly reduced by a small number of
cYcle6 of overstress. ‘I!hisis interpreted as further evidence that
fatigue damage, and probably the fatigue crack, forms early in the total
life of a fatigue specimen. —

.-

Carnegie Institute of Technolo&y,
Pittsburgh, pa., my 30, 1953.

u

u
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SUPP~Y METHODS OF MEASURING FATIGUE DAMAGE

It is presro.uedthat fatigue damage occurs during overstressing at
the prestress. The nature of this dsmage has nev= been precisely
described and all attempts to measure it by sane supplementary method
have met with little .success. Cycles of overstress prcduce little change
in the static tensile properties, the only effects appearing to be a
slight increase in the yield point ad a decrease in the elastic limit
(ref. 15; see ref. 16 for a detailed summarY) ●

Kies and Holhauser
(ref. 17) attempted to measure the progress of fatigue damage in over-
stressing by supplementary tension-impact tests. However, no loss in
tension-impact resistance could be detected until a crack was formed in
the specimen.

With the advent of the widespread use of X-ray methods for studying
the internal structure of metals numerous attempts were made to adapt
these techniques to the detection of fatigue damage. Conflicting reports

w of success and failure in detecting dsmage with X-rays have been made.
&rrett (ref. 18), in sumnarizing this work, states that X-ray methods
do not give a reliable prediction of fatigue failure.“ The blurring of
spots with increasing nmber of cycles is associated with plastic defor-
mation within the crystal which is of the ssme nature whether the defor-
mation is the result of static or repeated loading. Further, this evi-
dence of plastic deformation cannot differentiate between safe and unsafe
stress amplitudes. Norton (ref. 19), in a recent survey of fatigue dsm-
age, confirms this opinion.

Damping capacity, the amount of work dissipated into heat by a unit
volume of material during a ccxupletelyreversed cycle of unit stress,
should be in some way closely connected with fatigue since it is a prop-
erty which is sensitive to localized plastic deformation with- the metal.
In general, no reliable correlation between damping capacity and fati~e
has been observed. Howev=, Hanstock (ref. 20), using a very sensitive
damping apparatus, has reported an increase in damping capacity prior to
fatigue failure. Ikmping-capacity studies appear to be a promising method
of obtaining information on the effect of overstress damage in fatigue.
Such work would require very careful instrumentation.

The only method available, therefore, for obtaining information on
fatigue damage is actually to csxry out fatigue tests. Unfortunately,
this provides little information about the basic nature of fatigue damage.
Further, the usual scatter-in fatigue tests is usually compounded by run-

. ning tests at more than one stress level. Several methods have been used
for evaluating fatigue damage, each with its own criterion for measuring

.
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dsmage. These will be discussed below with respect to their applica-
bility in view of the statistical nature of fa~igue.

Overstressing Tests on Steel

l%ench (ref. 21) made one of the first investigations of the effect
of overstress. He defined a “damage line” which was obtained by running
several specimens at a given stress for different nmbers of cycles. The
stress was then reduced to the virgin endurance limit So and the speci-
men tested to see if it would break in 1 x 107 cycles. Specimens which
broke upon subsequent testing at So were said to have undergone dsmage
at the prestress. The procedire was repeated for several stresses and a
damage curve drawn to delineate the region of prestress for which speci-
mens had suffered danage. Figure 6 illustrates the method and the type
of curve presented by Itrenchand his followers.

Such a procedure tells nothing about the degree of damage produced
by varying overstress treatments. This led subsequent investigators to
adopt other methods for evaluating the effect of cycles of overstress on
the fatigue properties. A more serious objection to French’s dsmage line
can be raised in light of the statistical nature of the endurance limit.
There is no assurance that a specimen which failed at So after prior
cycles at some prestress would not have broken at So even if it had not
been subjected to overstress. To use this method with full recognition
of the statistical nature of fatigue the endurance-limit statistics should
be tiown for the virgin material and at least 20 specimens tested at each
combination of prestress and cycle ratio. The number of specimens
required makes this method impractical for statistical tests.

.

b

Kommers (ref. 16) presented a logical extension to l%rench’smethod.
His method of evaluating damage due to overstressing was to subject

-.

enough specimens to a given cycle ratio at a certain prestress to deter-
mine the new endurance limit of the damaged specimens. The percentage
decrease or increase in the endurance limit was used as the measure of

—

dsmage. Kommers tested three plain carbon steels and a cast iron by this
method. His results were plotted as curves of percent damage versus
cycle ratio. In most instances he obtained a nearly linear relation
between the two variables. In a later paper (ref. 22) Kommers extended
his work to ingot iron and SAE 1030 steel. For annealed ingot iron he
found the curious fact that for a 10-percent prestress the damage showed
progressive recovery with increasing cycle ratio up to R = % percent.
This was the only definite case of recovery of damage observed by Kommer.
This method is also suspect because of the statistical nature of the
enduremce limit. It is quite probable that ~rors were introduced h ~_e
cycle ratio of prestress because of ignorance of the mean life of the vir-
gin material and more serious errors exist in determining an endurance

,.–

limit with only a few specimens.

.
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In this same paper Kommers”reported on understressing tests on
annealed ingot iron with an endurance limit of 26,200 psi. Specimens were
understressed at 26,000 psi up to 6 x 107 cycles and then tested at higher
stresses. The increase in the endurance limit with increase in the numb=
of cycles of understress was definite, but not regular. It was noted that
annealed ingot iron, as ccmpsred with cast iron, required comparatively
long rims of understressing to obtain stistantial increases in fatigue
strength. No investigation was made of the effect of initial degree of
understressing on the increase in endurance limit. Konunersalso used a
coaxing procedure in his study of understressing. Specimens were run for
some number of cycles of understress and the stress was then increased by
some percentage of the virgin endurance limit and the specimens were run
for an additional number of cycles. This procedure was repeated,
increasing the stress in uniform increments at perids of 1 or 2 days.
After this coaxing treatment the stress at which fracture finally occurred
was considerably above the original endurance limit.

~ler-Stock (ref. 23) presented a method of evaluating fatigue dsm-
age which has been used frequently by subsequent investigators. He sub-
jected specimens to different cycle ratios at a prestress and then tested
the specimens to failure at a higher test stress. The decrease in fatigue
life of prestressed specimens at this higher test stress from that
expected for virgin specimens at the test stress was taken as the measure
of fatigue damage. Miiller-Stock,recognizing that the scatter in number
of cycles to failure was very great, tested 200 specimens at his test
stress to determine the extent of the scatter and fix accurately the loca-
tion of the virgin life at that stress. He also determined the effect of
overstress on the entire S-N curve by testing a number of specimens for
fixed cycle ratios at the prestress and then using these specimens to
determine the entire S-N curve. He thus obtained a fsmily of S-N curves
for each different cycle ratio at a certain prestiess.

Kommers (ref. 8) adopted the method first used by Mhller-Stock for
further study on overstressing. He presented his results as curves of
percent dsmage versus cycle ratio. He reported a large smount of scatter
in the data, making it necessary for him to draw average curves for the
results. His tests indicated that for a prestress higher than the test
stress the damage at the test stress may in some cases be equal to the
damage at the prestress, while in other cases the higher prestress may
cause a greater percentage of damage at the lower test stress. A low pre- _
stress for a given cycle ratio followed by test to failure at a higher
stress generally showed that the dsmage at the lower stress caused a
smaller percentage at the higher stress. For both combinations of over-
stress mentioned above, Kommers reported that steels of higher tensile
strength and lower ductili~ were more sensitive to overstress than weaker
steels with greater ductility.
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Bennett (ref. 9) made a very tlorough study of overstressing, using
both notched and smooth specimens of SAE X4130 steel tested on R. R. Moore .
machines. Recognizing the appreciable amount of scatter found in previous
work of this kind, he used a semistatistical approach by testing 6 to
19 specimens at each prestress condition and reporting the median value.
Dsmage tests were conducted on the notched specimens at four prestress
levels and two test stresses for cycle ratios of 10, 25, 50, 75, ~d
90 percent. !lhecriterion of failure was a deflection of the spec~en
of 0.005 millimeter. The method of Miller-Stockwas used to determine the
danage and the results were plotted as curves of percent damage versus
cycle ratio. In all cases it was found that if the prestre$s was lower
than the test stress the damage curve fell below the 45° line, indicating
that the dsmage at the test stress was less than that produced by the
cycle ratio at the prestress. For prestresses greater than the test
stress the damage curves fell above the 45° line. The higher the value
of the test stress, for a cons-t difference between prestress and test
stress, the more nearly the damage curves apw~ched the 45° line? indi-
cating the condition where the damage at the prestress equaled that pro-

—

duced at the test stress.
—

To minimize further the scatter in the tests of smooth specimens,
Bennett attempted to separate the number of cycles for crack initiation,

-f

during which dsmage OCCWS, from the cycles necessary to propagate the
crack. The increase in length of fatigue cracks was measured with a x
microscope using stroboscopic light. It was found that the n~ber of
cracks in the l-millimeter central zone of the specimen increased linearly
with increasing test stress on a semilogsrithmicplot. Measurements of
the rate of growth of the cracks showed the surprising result that the
crack seemed to start from a finite value of crack length, rather than at
zer~. The crack length could be expressed by the following equation:

log (L-C) =aJ-
where

L crack length, deg of arc

N number of cycles

C, a constants

The number of cycles to failure was calculated from the above rela-
tion assuming that cracks grew exponentially from an initial arc length
of 60. The cycle ratios were based on this number of cycles to initiate
a crack. Damage tests were conducted by prestressing-a large number of
smooti spectiens at twostresskveh for cycle ratios of 10, 33$ 66$)

and ~ percemt. These prestressed specimens were then used to determine .
conventional S-N curves, a family of S-N curves with parameters of con-
stint cycle ratio being obtained for each prestress (fig. 5) The decrease

.
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in endurance limit due to overstressing was relatively small. A
A $3&percent cycle ratio at 54,000 psi reduced the virgin endurance limit

from 46,000 psi %0 42,000pSi.

Overstressing on Aluminum Alloys

Bennett and Baker (ref. 24) made a comprehensive study of the effect
of overstressing on aluminum alloys. Bere and alclad 24s-T sheet were
tested in a mouse sheet-bending fatigue machine. me effect of prior
static loads on the fatigue properties of alclad 24S-T was studied
briefly. It was found that prior static loads have little or no effect
on the fatigue behavior except at the lowest fatigue test stress of
20,000 psi. At this stress, with a prior static stress of 40,000 psi,
the specimens loaded in the same direction as the fatigue test load
endured 10 times as many cycles before fracture as those loaded h the
opposite direction.

In the fatigue damage tests the specimens were stressed for a pre-
determined nmber of cycles at one smplitude and tested to fracture at a
second amplitude.k Damage due to overstress was measured as the percentage
decrease in number of cycles required to form a crack’in the prestressed
specimen compared with the original material. The formation of a small

. crack was determined by the fracture of a fine wire cemented to the spec-
imen at the region of maximum stress. A straight-line relationship was
found between the logarithm of the nmnber of cycles to produce a crack
and the reciprocal of the stress.

The data for aluminum were less reproducible and more widely scat-
tered than in Bennett’s previous work with steel. Thus, the results
could not be readily analyzed and only limited conclusions could be drawn.
For prestresses at 32,500 and 22,500 psi the precision of the data did
not warrant any further conclusions other than that the assumption of a
linear relation between damage and cycle ratio was within experimental
error. Prestressing at 17,000 psi, in effect an understressing treatment,
resulted in improvement in fatigue life (negative damage). For specimens
subsequently tested at 20,030 psi the improvement in fatigue life after
either 2,000 or 2,000,000 cycles was more than 400 percent.

Grover, Bishop, and Jackson (ref. 25) included some fatigue dmage
work in their investigation of the fatigue strength of aircraft materials.
Specimens were tested in direct repeated stress with a constant mean
stress of one-fourth the ultimate tensile strength of the material. This
unusual procedure was used because it seemed useful for calculations
regarding gust loading of aticraft structures. Tests were made for each
material at two levels of maximum stress. Damage was evaluated by the

. method of ~ller-Stock and Bennett (see above) so that curves of damage
against cycle ratio could be drawn. They concluded that for all three
materials (24S and 75S aluminum and SAE 4130 steel) low initial prestress.
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gave less than proportionate damage at a higher test stress. For steel
the application of a high prestress produced greater than proportionate
dmnage at a lower teat stress. These results are in agreement with the
work of previous investigators. For aluntium alloys considerable
strengthening at a low test stress was produced by small cycle ratios at
the high prestress. The authors ascribed this result to a combination of
local cold-work and local stress relief due to exceeding the yield
strength at the high stress.

.

b

Attempts at Predicting Cumulative Failure

Miner (ref. 26) proposed that the cumulative damage undm repeated
loads was.rel.atet-tothe net work absorbed by the specimen. He postulated
that when the total dsmage, expressed as the summation of the cycle ratios
at the various stress levels ~~, reached unity failure would occur.

This means that the curve of Age versus cycle ratio determtiedby
Miiller-Stock’smethod should fall on a 45° line. Miner’s experimental
work on 24s-T alcl.adsheet verified his hypothesis, but it has been repu-
diated by more recent work.

Richart and Newmsrk (ref. 27) proposed that it was reasonable to
A

assume the existence of a damage - cycle-ratio relation during the process
—

of forming a fatigue crack at an overstress, but that this relation was
different at different stress levels.

.
They defined the term “block of

cycle ratio,” which was the number of cycles at a given stress which rep-
resents a given increment in value of cycle ratio. They proposed that
lines of constant degee of dsmage can be constructed on an S-N diagram
and, from these, the equivalent cycle ratio for any subsequent stress can
be determined. These curves may be used in groups of two or more to
determine the value of cumulative cycle ratio available when various
amounts of cycle ratio are applied at each stress.

Dolan, Richart, and Work (ref. 28) studied the fatigue life of
SAE 4340, 1045, and 2340 steel and 75S alumina subjected to repeated
stress fluctuating between two different @nplitudes. Three stress his-
tories were used:

(a) Amplitude of stress oscillating gradually between a minimum and
maximum value, with a period of 10,000 cycles.

(b) Stress amplitude changing abruptly from maximum to minimum
stress, with intervals of 5,000 cycles at each stress.

(c) Same as (b) except that the interval at the maxtium stress was
only l,CX)Ocycles, while that of the mintium stress was 9)000 cycles. .

A marked increase in fatigue life was noted for the unnotched spectiens
when the maximum stress was just above the original endurance limit. For -
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conditions where both the maximum ad minimum stresses represented over-
9 stressing, fatigue failure always occurred before the cumulative number

of cycles at either the ?ns@mum or minimm stress reached the life for
the virgin S-N curve. For conditions of overstressing in which there was
only a small difference between the magnitudes of the maxtium and mininnm
stresses, the fatigue life was as long as if practically all of the cycles
of stress had been applied at the minimum stress.

Luthander and W~llgren (ref. 29) attempted to predict the life of a
structure subjected to repeated load with variable stress limits corre-
sponding to load variations encountered in aircraft. Preliminary tests
indicated that the duration of cycles, frequency, and pauses between loads
did not have a significant effect. Tests were carried out on alclad
sheet. Fairly good agreement was reported between their data and Miner’s
-thesis that failure will occur when the sumnation of the ratios of
the number of cycles at a given stress level to the number of cycles at
that level causing failure is equal to unity.

Statistical tivestigations

.
Only one statistical investigation of overstressing has been reported

in the literature. Dol.anand Erown (ref. 10), recognizing the large

. amount of scatter usually found in overstressing investigations, made
tests on 75S-T almninum with enough specimens to estimate the scatter.
small rotating cantilever-beam specimens were prestressed for predeter-
mined cycle ratios at one stress level and then run to failure at a sec-
ond test stress. A test stress of 35,000 psi was used in all cases. lhe
prestress levels were 45,000, hO,CK)O,and 30,000 psi. The fatigue damage
was expressed as the percentage reduction in life at the test stress due
to prestressing. A sufficient nunber of.specimens were run to failure at
each of the four stresses to determine the statistical mean life of the
virgin specimens. These values were used in determining the cycle ratios
and the damage. FYom 5 to 25 specimens were subjected to ~ch combination
of prestress amd cycle ratio.

The authors plotted their results in the conventional manner as per-
cent damage versus cycle ratio. Curves were drawn through the mean values
of damage for all tests at a given cycle ratio. It is somewhat illum-
inatingto observe the large scatter of the individual test points which
they plotted (a rare event in overstressing investigations where smoothed
curves are usually drawm to minimize the scatter). Eowever, the curves
through the mean values are fairly smooth except at cycle ratios of
85 percent where pramture failures occurred at the prestress because of
the nwnber of cycles cutting into the tail of the distribution of fatigue
life for the virgin specimens.
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The results of Bennett’s work with steel were confirmed in this work
for an aluminum alloy. Wneu the magnitude of-the prestress was greater
than that of the te6t stress, the damage was proportionately greater than
the cycle ratio of the prestressing. The damage was less than the cycle
ratio for a prestress lower than the test stress. For the same level of
test stress the smaller the difference between prestress and test stress,
the more closely the damage curve approached the 450 lime.

.

.



23

.

.

REFERENCES

1. Epremian, E., and Mebl, R. F.: Investigation of Statistical Nature
of Fatigue Properties. NACA TN 2719, 1932.

2. Dryden, H. L., Rhode, R. V., and Kuhn, P.: The Fatigue Froblem in
Airplane Structures. Paper 2, E@nrposiumon Fatigue and FYactmre of
Metals (June 1~0, Cambridge, Mass.), Technolo&y Press (M.I.T.) and
John Wiley & Sons, bc., 1952, pp. 18-51.

3. Quinlan, F. B.: Fneunatic Fatigue Machines. Proc. A.S.T.M., vol. 46,
1~, Pp. 846-851.

4. Den Hartog, J. P.: Mechanical Vibrations. Third cd., McGraw-Hill
Book Co., Inc., 197 *

5. Dieter, G. E., and Mehl, R. F.: Investigation of the Statistical
Nature of the Fatigue of Metals. NACA TN 3019, 1953.

6. Finney, D. J.: Probit Analysis. Second cd., Cambridge Univ. Press
(London), 1$32.

7. %ld, A.: S_&tistical Theory With Engineering Applications. John
Wiley & Sons, Inc., 1552.

8. KCXUIMWS, J. B.: The Effect of Overstress in Fatigue on the Endurance
Life of Steel. IYOC. A.S.T.M., vol. 45J 1945, pp. 532-!%1; discus-
sion, pp. 542-%3.

9. Bennett, J. A.: A Study of the Damaging Effect of Fatigue Stressing
on X4130 Steel. F!roc.A.S.T.M., VO~. 46, 1946, pp. 693-7u; dis-
cussion, pp. 712-714.

10. Dolan, T. J., and Brown, H. F.: Effect of ~ior Repeated Stressing
on the Fatigue Life of 7’5S-TAluminum. Ilreprint91, A.S.T.M., 19j2.

11. Ferguson, L.: Early Detection ofl?atigue Cracks. Mtal Progress,
vol. 45, no. 3, Mar. 1944, p. 512.

12. Love, W. J.: Structural Changes in Ingot Iron Caused by Plastic and
Repeated Stressing. Tech. Rep. No. 33, Contract N6-ori-71, Task
Order IV, Office of Naval Res. and Dept. of Theor. and Appl. Mech.,
thiv. Of 111., NOV. 3352.

13. Fenner, A. J., Owen, N. B., ad ~~ps, c. E.: The Fatlwe fJrack
as a Stress-Raiser. Engineering, vol. ill, no. ~52, May 25, 1%1,
pp. 637-638.



24 NACA TN 321J.

.

14. Sinclair, G. M., and Ddan, T. J.: Use of a Recrystallization Method
to Study the Nature of Damage in Fatigue of Metals. Froc. First.
U. S. Nat. Cong. Appl. Mech. (June 1%1, Chicago, 111.) A.S.M.E.,

b

1952, pp. 647-651.

17. Memmler, K., and Laute, K.: Dauerversuche an der Eochfrequenz-Zug-
Druck Machine. Forschungsheft 329, Forsch.-Arb. Geb. Ing.-Wes.,
1930.

16. Kcmmers, J. B.: The Effect
Fatigue. Froc. A.S.T.M.,
CUSSiO~, pp. 263-268.

17. Kies, J. A., and Holhauser,

of Overstressing and Understressing in
VOL 38, pt. 11, 1938, pp. 249-262j dis-

W. L.: Evaluation of Fatigue Damage by
Supplementary Tension-Impact Tests. Froc. A.S.T.M., vol. 42, 1942,
PP. 556-567.

18. Barrett, Charles S.: Structure of Metals. Second cd., McGraw-Hill
Wok CO., Inc., 1952.

19. Norton, J. T.: The Techniques of Physical Metallur~ for Studying
Fatigue Damage. Paper 14, Symposim on Fatigue and F!ractureof
Metals (June 1~0, Cambridge, Mass.), Technology Press (M.I.T.) and
John Wiley &Sons, Inc., 1952, PP. 302-313. ——

.

20. Hanstock, R. F.: Damping Capacity, Strain Hardentig, and Fatigue.
Ilroc.Phys. Sot. (London), vol. 59, pt. 2, Mar. 1947, pp. 275-287.

21. French, E. J.: Fatigue and Hardening of Steels. mans. Am. Sot.
Steel Treating, vol. 21, no. 10, Wt. 1933, pp. 899-946.

22. Kommers, J. B.: Tne Effect of Overstiessing and Understressing in
Fatigue. Proc. A.S.T.M., vol. 43, 1943, pp. 749-762; discussion,
pp. 763-764.

23. Miiller-Stock,H.: Der Einfluss dauernd und unterbrochen Wirkender,
schwingender ~erbeanspruchung auf die Entwicklung des Dauerbruchs.
Mitt. Kohle und Eisenforsch., Ed. 2, Nr. 2, 1938, pp. 83-107.

24. Bennett, John A., and Raker, Jsmes F.: Effects of Prior Static and
Dynamic Stresses on the
Paper 2157, Jour. Res.,
Dec. 1%0, pp. 449-457.

25. Grover, H. J., Bishop, S.
of Aircraft Materials -
Spectiens of 24S-T3 and
NACA TN 2324, 1%1.

Fatigue Strength of Aluminum Alloys. Res.
Nat. -. Standards, vol. 45, no. 6,

M and Jackson, L. R.: Fatigue Strengths
d~al-Laad Fatigue Tests on Uhnotched Sheet
75S-T6 Aluminum Alloys and of SAE 4130 Steel. ‘

—

.



4s

9

NACA TN 3211 25

26. Miner, Milton A.: Cumulative Damage in Fatigue. Jour. Appl. Mech.,
vol. 12, no. 3, Sept. 1945, pp. A-159 - A-164.

27. Richart, F. E., Jr., and Newmark, N. M.: An Hypothesis for the Deter-
mination of Cumulative Damage in Fatigue. Froc. A.S.T.M., VO1. k8,

1948, PP. 767-798; discussion, pp. 799-8oo.

28. Dolan, T. J., Richart, F. E., Jr., and Work, C. E.: The Influence of
Fluctuations in Stress Amplltude on the Fatigue of Metals. Froc.
A.S.T.M., vol. 49, 1949, PP. 646-679; discussion, PP. 680-682.

29. Luthmder, S., and #allgren, G.: Determination of Fatigue Life With
Stress Cycles of Varying Amplitude. Translation No. 10, Royal
Swedish Air Ward (Stockholm), 1949.



26
.

.

Percent H,

Structure Stress, psi
()

@ 100% = ‘* s
(a)

108,700 (prestress) 2S.4 21.2
Q&T 102,200 (test stress)

171,CQo 89,700 15 4
. 14.0

68,600 (prestress) 21.3 19.5
Q&S

64,800 (test stress)
109,goo 57,400 ~~,1 ~,g

1-

TAKLE I

COMPARISON OF W AND PERCENT ~

aValue from ref. 1 corrected for error in frequency.

VIRGIN

.

.
TABLE II

FATIGUE STATISTICS

m I

Stress log No Eo a

SAX 4340 - Quenched and tempered
1 I

108,700 4.5975 ;. :;: x 104 0.0982
102,200 4.7513 ● .1186

SAE 4340 - wenched and spheroidized
,

68,600 4.9921 9.820 x d
I

0.0873
64,800 5.2022 1.593 x 105 .1327
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TABLEIII

FATIGUE STATISTICS FCR DAMAGED SPECIMENS

log Ifp Rp log No m.
Cycle T T Damage,
ratio, at

t::t
a at

test t%
a. D,

R test T
stress stress stress stress percent

SAE 4340 - Quenched and tempered

0.10 4.7118 p.l~o x 104 0.2979 4.7513 5.64o x 104 0.1186

“30 4.5383 3.454 .1515 4.7313 5.640 :llg ;~
.60 4.3043 2.015 .1414 4.7513 5.640

SAE 4340 - Quenched and spheroidized

0.10 5.1217 13.23 0.2360 5.2022 15.93

“30 4.91-20 8.165
0.1327 17

.2166 5.2022 15.93 .1327 49
.60 4.386g 3.862 .2088 5.2022 15.93 .1327 76

TABLEm

INFLUENCE OF CRITERION OF FAILURE ON

FATIGUE-LIFE STATISTICS

1First visual crack
Stress, ! Machine shutdown

I I
psi

I
log No

I
u
o I

log Nr I af

w 4340 - Quenched and tmpered

108,700 4.5975 0.0982 ------ ------
102,200 4.7513 .1186 4.7605 0.3858

I SAE 4340 - Quenched and spheroidized I

I 68,600 I 4.9921
I

o. C873 5.1222 I 0.2430
64,800 5.2022 .1327 5.299 .1595
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TABrJ?Iv

DIFFERENCE IN a DUE TO END POINT

Stress, Results of
Material F test at

psi ~-percent level

SAE 434o (Q& T) 102,200 significant
SAE 4340 (Q&S) 68,600 Significant
SAE 4340 (Q&S) 64,800 Not significant

SAE 4340 (Q &T) 102,200 Not significant
SAE 4340 (Q&S) 68,600 - Not significant
SAE4340 (Q&S) 64,800 significant

.

TABLEVI .

DIFFERENCE IN IOG NDUE TO END POINT

Stress,
Results of

Material psi
t test at

5-percent level

“

.



TABLEVII

ENDURANCE-LIMIT!STATISTICS FOR VIRGINAND DAMAGED

QUENCHEDANDSPHEROIDIZEO SPECIMENS OF SliE4340 STEEL
.

Virgin specimens,
no prestress

Teststress,
p6i

59,860
37,360
54,87o

%feaa
2,4$)0pSi..

bMem

Failures,
percent

(a)

80
~o
10

endurance

endurance
12,500 psi.

C&= end~~c e
30, m psi.

limit

limit

limit

Damaged specimens,
nrestressed at 68,600 pS i

Test stress,
psi

54,800
50,000
38,000

s,

E,

z,

57,400 psi;

40,90 psi;

20,100 psi;

Failures, percent

R = 0.30 R = 0.60
(b) (c)

85 85

l? %

standard deviation a,

standard deviation a,

stsmdard deviation a,

.

“
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L-83621.
Figure l.- Microstructme of ME 4340 steel, quenched and tempered.

X1,000; nital etch.
. —

Figure 2.- Microstructure of SAE 4340 steel, quenched
X1,000; nital etch.

L-83622
and spheroidized.

.

.
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Figure 3.- -Schematicrepresentation of test procedure for overstressing.
.

.
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Figure 4.- Damage at test stress versus cycle ratio at prestress. Prestress,
68,600 psi, and test stress, 64,803 psi, for quenched and spheroidized
(Q & S) structure; prestress, 108,700 psi, and test stress, 102,200 psi,
for quenched and tempered (Q & T) structure.
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Figure 5.-S-Ncurves for s echens given cycle ratios of overstress at
~,000 amd 48,OOO psi. YItromref. 9 throygh courtesy of the A.S.T.M.)



.

a

L Virgin S-N curve

● Failed ot &

o Ran out at So

.

Log N“

Figcrre6.-Schematic representation of l?rench~sdamage line.

NACA-LangleY -4-28-54- 10C4


